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ZHEJIANG KEGE GLOBAL CO.,LTD.
35th Changyang Road, Hongtang Industrial C Area, Jiangbei, Ningbo, Zhejiang, China, 315033

The following sample(s) was/were submitted and identified on behalf of the clients as : Silver aluminum cup

SGS Job No. : GZHL2111048784CW - GZ
Manufacturer : ZHEJIANG KEGE GLOBAL CO.,LTD.
Date of Sample Received : 16 Nov 2021

Testing Period : 16 Nov 2021 - 24 Nov 2021

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

scan to see the report

1‘:’2«.

Ivy Ren
Approved Signatory

This test report is the English version of CANHG2121461601. In case of any discrepancy, the Chinese version shall prevail.
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Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic :[lwww.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
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be clean; Plating layer should not crack or peel off; Welding part should be smooth,
without porosity, cracks or burr)

GB 4806.9-2016-Sensory (Marinate: No smell) PASS

GB 4806.9-2016- Specific migration of heavy metal PASS
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Result Summary :
Test Requested Comments
GB 4806.9-2016-Sensory (Appearance:The surface which contact with food should PASS
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Test Results :
Test Part Description :
Specimen No. SGS Sample ID Description Material
(claimed by the client)
SN1 CAN21-214616.001  Silvery metal cup Al
GB 4806.9-2016- Specific migration of heavy metal
Test Method : GB 31604.49-2016 Part 2 Method 1.
SimulantUsed : 4% Acetic acid (V/V)
Test Condition :  Fill with boiling simulant, and keep at room temperature for 24h
Test ltem(s) Limit Unit RL 001
Migration times - - - 3rd
Area/Volume - dm?/kg - 6.1
Arsenic(As) 0.04 mg/kg 0.004 ND
Cadmium (Cd) 0.02 mag/kg 0.002 ND
Lead (Pb) 0.2 mg/kg 0.005 ND
Comment PASS 14 % ‘\
iy
Notes : -
1. mg/kg = milligram per kilogram of foodstuff in contact with
2. RL = Report Limit .
3. ND= Not Detected(less than RL) ;sﬁﬂg Senvi
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Sample photo:

CAN21-214616.001

SGS authenticate the photo on original report only

*** End of Report ***
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